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The sunrise researchers of the new coating
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(Psalt) -5o0
Pt(NHs);(NO2), A olsS 5 L ST 0L
g/l gl °C Aldm?
8-16.5 NH,NO, 100
NaNO, 10 90-95 0.3-2.0
H.,PO, 10-100
2 S 75-1 53
6-20 SO, 10-100 5-100 0.5-3.0
NH,NO; 100
NaNO, 10
1655 NH,OH 50 ml/l 84-87 0.25

Na,HPO, 85-213
(NH.),HPO, 40-158

References. (Baumgértner and Raub, 1988)- (Hadian and Gabe, 2001)
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